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1600 GOLD ROAD STE 1200, ROLLING MEADOWS, ||

Product Type : -

Vicsa Steelpro S.A.
Vicsa Steelpro S.A.

5008, USA
Test{s) EM 388 TEST Product Category : -
requested :
Sample description: POLY/COTTON STRING KNIT STEELFPRO GLOVE WITH PVC DOTS, COLOR: NATURAL
Style / Article no, : 102045115 STEELPRO GLOVE Buyer
Ref no. T Exported to
Crder no. 0 Date of receipt of

Supplier ;. MANTONG YASHENG SAFETY

PRODUCTS CO.LTD

Mumber of sample(s) : & PAIRS OF STEELPRO GLOWVES

1. Conclusion:

application form
Date of receipt of

sample

Testing period

Service required

Dec 7, 2007
Dec 7, 2007
December 7, 2007-

December 17, 2007
REGULAR

Failed
Combine / Separate
Testing Result Test
Test Item(s) ltem(s)
| Abrasion resistance of glove Level 1 {S01) ---
| Blade cut resistance of glove Level 1 {S02) i
Tear resistance of glove Level 2 {S01) -

Mote: P Pass  F:Fail

The abrasion resistance and the blade cut resistance got level 1; the tear resistance got level 2 according to EN388

standard.

Approved by

4

John CheuéFai Cheong
Assistant Laboratory Supervisor

This report i3 issued by CTC Asia Lid, under its General Conditions printed overleaf. The resulfs shown in this report refer only fo the
samnplals) tested, Except by special armangement, the test ttermns will not be retained by CTC Asla Ltd, for more than 2 months.

The fest report shall not be reproduced, except in full, without the written approval of the testing laboratory,

Hong Kong Accreditation Service (HKAS) has occredifed this laboratory under the Hong Kong Laboratory Accreditation Scheme
(HOKLAS) for specific laboratory activities as listed In the HOKLAS Directory of Accredited Laboratories, The results shown in this report
were determined by this laborotory in accordaonce with its tarms of accreditation



